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Shielding Plastic Scintillation Bars

Plastic scintillation plate Light guide PMT

(Plates) x 9

(2’’ PMT) x 18

∴ 16 PMTs detached

Previous slide (12/28)

x2  detached
X2     broken
X14   still attached

→ all detached!
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Shielding Plastic Scintillation Bars Previous slide (12/28)
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8 plates → 40 bars
1 plate with a hole → 4 bars

Total, 44 bars obtained
and delivered on 9th Feb

250cm

60cm

9.9cm

170cm



Shielding Plastic Scintillation Bars
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(Aluminum foil) x2 + (Black sheet)
~ 0.02mm ~ 0.2mm ≈ 1 mm



Shielding Plastic Scintillation Bars
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Table of bar sizes
(plst_bar_size.xlsx)

From yesterday(02/13),
Shielded two bars per a day.

It may take another 5-6 weeks.
(about 1st week of April)



Price – 71,600 KRW(for 1m)
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Heat-shrink Tube

(before) (after)
diameter – 150mm      diameter < 75.0mm
thickness – 0.6mm      thickness – 1.2mm

Price – 27,200 KRW(for 1.2m)

(before) (after)
diameter – 125mm      diameter < 51.0mm
thickness ~ 0.7mm      thickness ~ 1.46mm



Price – 650 KRW(for 1m)
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Heat-shrink Tube

Price – 35,500 KRW(for 1.2m)

(before) (after)
diameter – 130mm      diameter < 40.0mm

thickness ~              thickness – 3mm

By a bond which melts in the heat, Fix stricter


